
UDOT Minimum Sampling and Testing Requirement Revised: May 2006

02773 Asphalt Concrete Curb

02773

Related Items:  02748  Tack Coat, 02746 Lime,  02745 Asphalt Material

Type of Construction: Mineral Aggregate

Submittals:

Quality Assurance: Gradation  AASHTO T-27

Assurance Frequency: One test per stockpile.

Point of Acceptance: Stockpile

Out of Spec Action: Rework or Replace

Documentation/Report:

6/2/2006
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*Performed or approved by Region Lab    **Performed by Contractor and reviewed by Engineer Printed

http://www.udot.utah.gov/index.php/m=c/tid=1100

